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The following merchandise was submitted and identified by the applicant as:

Product Description: EVA foam
Manufacturer/Vendor: |
Country of Origin: Taiwan

We have tested the submitted sample(s) as requested and the following results were obtained:

Test Method & Results:

PART NAME NO.1: YELLOW FOAM

Test Item (s) Unit Method mpL (—Roul
Bisphenol A (CAS No.: 000080-05-7) mg/kg |With reference to US EPA 5 n.d.
8270D method. Analysis was
performed by GC/MS.

Note: 1. mg/kg = ppm ; 0. 1wt% = 1000ppm
2. n.d. = Not Detected
3. MDL = Method Detection Limit

Testing Period: OCT. 09, 2009 ~ OCT. 15, 2009

Signed for and on behalf of
SGS Taiwan Ltd.

Benson Liao
Asst. Manager

Unless otherwise stated the resulls shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, exceplin full, wilhout prior written permission of the Company.
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This Test Report is issued by the Company under its General Condilions of Service which ailable on request or accessible at http://www.sgs.com/terms _and_conditions him.  Attention is drawn
to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised lhal information contained hereon reflects the Company's findings at the
time of ils intervention only and within the limits of Client's inslructions, if any. The Company's sole responsibility is to its Client and this document does not exonerale parlies lo a iransaction from
exercising all their rights and obligations under the transact Any unauthorized alleration, forgery or falsification of the conlent or appearance of this document is unlawful and offenders
may be prosecuted lo the fullest extent of the law.
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Photo A “Appearance of Sample™

---End of Report---
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