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TEST REPORT

DATE: DEC. 20, 1995 NO.841120A

The following merchandise was submitted and identified by
the client as:

Applicant: POPCORN INTERNATIONAL iNC;
Address: 10 MEADOWPOINT ALISO VIEJO, CA92656

Type of product;: WONDERMAT

Age Grading: FOR 3 YEARS & UP.

Country of Origin: MADE IN TAIWAN.R.O.C.

Test Required: 1. Compliance with the physical & mechanical
requirement of ASTM F.963-95.

2. Compliance with the flammability requirement
of ASTM F.963-95.

Test Method: As described in ASTM F.963-95 of USA.

Conclusion: 1. In our opinion this submitted sample comply with the
appropriate physical and mechanical requirements
of ASTM F.963-95,
2. Flammability of samples as decribed comply with the
requirement of ASTM F. 963-95.

+ If the samples subjected to this test was taken by the owner
the result is good to the owner only.
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TEST REPORT
DATE: DEC. 20, 1995 NO.841120A

The following merchandise was submitted and identified by
the client as:

Applicant: POPCORN INTERNATIONAL INC.
Address: 10 MEADOWPOINT ALISO VIEJO, CA92656
Tyvpe of product; WONDERMAT

Age Grading: FOR 3 YEARS & UP.

Country of Origin: MADE IN TAIWAN.R.O.C.

Test Required: 1. Compliance with the physical & mechanical
requirement of ASTM F.963-95.

2. Compliance with the flammability requirement
of ASTM F.963-95.

Test Method: As described in ASTM F.963-95 of USA.

Conclusion: 1. In our opinion this submitted sample comply with the
appropriate physical and mechanical requirements

of ASTM F.D63=95.
2. Flammability of samples as decribed comply with the
requirement of ASTM F. 963-95.

* If the samples subjected to this test was taken by the owner
the result is good to the owner only.
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Test Results: Physical & Mechanical Test

CLAUSE TEST ITEM RESULT
4.7 Accessible Edge P
4.8 Accessible Points P
5.6 Age Grading NS
6 Instructional Literature NS
“ 8.7 Impact Test P
8.8 Torque Test for Removal of Components P
8.9 Tension Test for Removal of Components P
I 8.10 Compression Test P “

Test results: Flammability Test

CLAUSE TEST ITEM RESULT

4.2 Flammability P

Burn rate along major axis (inch/second)

Sample: -
Did not ignite

REMARK: P=Passed NS$S=Non-Stated F=TFailed Fuc=Function
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